
Professional Testing Laboratory,  Inc. 
  

  

 

 

TEST REPORT 
 
DATE:  09/30/2013 TEST NUMBER:  160674  

CLIENT LG Hausys America, Inc. (GA) 
    

TEST METHOD CONDUCTED ASTM F925-02 5 Minute Standard Test Method for Resistance to 
Chemicals of Resilient Flooring  

    
    
  DESCRIPTION OF TEST SAMPLE 
IDENTIFICATION Uncommon Ground/Crete/Jeogori 
COLOR ----- 
ROLL  ----- 
CONSTRUCTION LVT 
FIBER ----- 
BACKING ----- 
REFERENCE   

 
TEST RESULTS 
 

5 MINUTE RATINGS 
 

STAINING AGENT SURFACE DULLING SURFACE ATTACK COLOR CHANGE 

5% Acetic Acid 0 0 0 
70% Isopropyl Alcohol 0 0 0 
Mineral Oil 0 0 0 
5% Sodium Hydroxide 0 0 0 
5% Hydrochloric Acid 0 0 0 
5% Ammonia 0 0 0 
Bleach 0 0 0 
5% Phenol 0 0 0 
Gasoline 0 0 0 
Sulfuric Acid 0 0 0 
Kerosene 0 0 0 
Olive Oil 0 0 0 

 
RATING KEY 

0 - No change (----) 
1 - Slight change 
2 - Moderate change 
3 - Severe change 

 


